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WI ABS?+R4m 

A tamper mass including pankulate material held to- 
gether by a binder in a self-contained supponing shape 
surrounding a concavity in a fonspard face containing an 
explosive, whereby upon detonarion of the e~piosive, 
the tarrqxr material provides initial and temporary con- 
finement of detonation products to direcring forces 
forward. ,4fter shock loading, the ramper material disin- 
‘&rates into very fine particks. which indkidually 
contain very little energy in dispersion. 

32 Claims, 7 Drating Figures 
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The present invention relares in renera1 to explosive 
de\.ices. and relates in particular tGmea*s for contain- 
ing and controlling the forces of explosive devices. 

device is used to dearm a bomb dud, a requirement that 
the penetrator device be affixed to the object being 
penetrated presents serious problems because manv 
bombs have antidisturbance devices in them. Therefor;, 
mounting a dearming device on a bomb dud should 
require as little disturbance to that bomb dud as possible- 
so that personnel are subejected to as Me danger to 
bomb explosion via antidisturbance del.ice activation as 
possible. 

Expendable perforators are used in man\+ applications 
and generally include an explosive char& associated 
with a projectile for driving that projectile againsr a 
target. Such perforators are used in welt borir,g and 
barrier penetration. as weI1 as in bomb dearmamenr and 
disposal applications. 

These perforators often have problems associated 
with side and end loss of explosive force abuut the outer 
perimeter of the projectile. This is an especially critical 
10s~ for small perforators, To overcome this problem, 
many expendable perforators include a means for con- 
taining rhe explosil-e force of tche detonated charge SO 
that detonarion energ!’ is concentrated on accelerating 
the projectile in a forward direction. 

However full capability of such expendable perfora- 
turs for industrial and commercial uses has not been 
achieved because no economically feasible and opera- 
tionally satisfactory device has been developed which is 
acceptable fur use in or in proximity to areas where 
there may be personnel or property which is susceptible 
to damage. -More specifically, the detonation of explo- 
sive charges in accomplishing a curting or severing 
-unction causes the generation of dangerous flying frag- 
ments as well as an over-pressure of Mast effect? either of 

m which is a source of possible injur!: 10 personnel or 
propertv in proximitv to the blast. Attempts have been 
made td develop an &osive device which is shielded 
to guard against fragnentarion and blast effect. For 
example. it has been proposed that in conjunction with 
a linear-shaped charge a relatively heavy metal shield 
be secured bv bolts or rivets tu a member to IX cut or 
severed. Thi; approach has been found to be unsatisfac- 
tory because it is unsuccessful in reducing the blast 
effect, and the securing devices are tom from their 
moorings, thus becoming very dangerous projectiles 
themselves. 

It is a main object of the present inltention to provide 
an explosive device for use as an expendable wall perfo- 
rator which can be used notwithstanding the presence 
of personnel or property in the immediate proximity of 
the blast and without presenting a possi’oility of signif& 
cant injury to either personnel or propeny. 

It is another object of the present invention to pro- 
vide a blast containment device for use wirh an expend- 
abie perforator which can be used notwithstanding the 
presence of personnel or property in the immediate 
proximirv of the blast and without presenting a possibil- . 
ity of sipificant injury to either personnel or property. 

It is another object of the present invention to pro- 
vide a blast containment device for use with a bomb 
dearming device which reduces the possibility of acti- 
vating the%omb via an antidisturbance device associ- 
aced with that bomb. 

Other designs for ccntainmrnt devices have included 
a shield r”or restricting the blast effect and for containing 
an energy absorbing means around the explosive charge 
and between that charge and the shield. However, this 
dwice is inrended to perforate a workpiece by explod- 
ing a hole in that workpiece and does not drive a projec- 
tile through the workpiece. Accordingly, the device is 
not a tamper mass and merely confines an explosion and 
does not provide any tamper function. Furthermore, it 
does not include any projztile. Therefore, side and end 
losses ax not of concern to t-his containment device. 
Funhermore. this deCce includes a shield which must 
be secured to the surface being penetrated in order to 
support the shield and energy absorbing means. Tnere- 
he. rhis design has a possibilirs of having a fastener 
subjected to the explosion and becoming a dangerous 
projectile hurled 3u*ay from the surface toward people 
in Ihe ~icInir~ of tile device+ Even beyond this problem; 
however, is the problems associated with the require- 

m men1 of attachlnp the device to an object being penc- 
{rated. This requirement is not significant if the dellice is 
ued to perretrate ;I u-all or the like. However. if the 

These and other objects are accomplished by provid- 
ing a tamper mass of partictilate material which may 
include panicles bound together b)l a binder into a 
monolithic self-supporting configuration. 

The tamper mass provides sufficient inertial confine- 
ment of detonation products and energy to substantially 
reduce or almost completely eliminate side’ and end 
losses thereby enabling the detonation energy to be 
efficiently concentrated on accelerating a projectile. 
However, upon shock loading associated with detona- 
tion, the self-supporting taGper mass configuration 
disintegrates into WV fine panicles of which individu- 
&lv possess little momentum. These fine panicles, in 
t&n, disperse and decelerate rapidly whereby they will 
not have sufficient energy to cause significant harm to 
personnel OX property located bevond a range associ- I 
ated with the immediate vicinity of the detonation. 
However, the temporary cunfinement properties of the 
de\Gce provide the equivalent amount of tamping as 
does solid materials such as steel elates of equivalent 
mass, and the self-supporting feat& of the device per- 
mits mounting thereof with only very minimum mount- 
ing means. 

BRIEF DESCRIPTIOX OF THE DR,GQ’WGS 
FIG. 1 is an expendabie perforator embodying the 

prior art; 
FIG. 2 is a perspective of a tamper dwice embodying 

the present invention; 
FK. 3 is a cross-sect-jonal perspective of a linear 

shaped expendable charge using a tamper device em- 
bodying the present invention; 

FIG. 3 is an alternate embodiment of an expendable 
perforator using the tamper device of GX present inven- 
tion; 

FIG. 5 is another alternate embodiment of an expend- 
able perforator using the tamper de*+% of the present 
imentmn~ 
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FIG. 6 is an alternate embodiment of the present 
invention in urhich the tamper mass is used as a pellet or 
a shot; and 

When substituting other fine metallic particles such as 
copper for the above-disclosed steel shot, the above-dis- 
cloyed density characteristics will change and account 
of such change should be made in the specifications for 
ihe formulation of the tamper mass. 

FIG. 7 is still another alternate embodiment of the 
present invention in which the tamper mass is also used 
as a projectile. 

DETAILED DESCRIPTION OF THE 
PREFERRED E~MBODIMEXT 

Shown in FIG. 1 is a known expendable penetrator 10 
in which an explosive charge 12 is used to accelerate a 
projectile 14, such as a strip of steel or the like. toward 
a target (not shown) via path 36 to impact and penetrate 
that target. 

End or side losses of explosive energy are indicated in 
FIG, f. by reference indicators 18, and ~ouid, if not 
prevented, reduce the effect of detonation of the explo- 
sive charge 12. In the past, metal plates, such as plates 
20 and 22, have been placed adjacent to the explosive 
charge and projectile to contain the explosive detona- 
tion products long enough to concentrate that detona- 
tion energy toward accelerating projectile 14 along 
path 16. Other means, such as steel bars, or the like have 
also been used. However, the detonation energy also 
accelerates these containment means outwardly along 
paths, such as paths 24, 26 and 28. These containment 
means are therefore projectile-like rhemselves and pres- 
ent a hazard to personnel or property in the vicinity of 
the operation, 

Shown in FIG. 2 is a tamper mass 40 for providing 
temporary confinement of detonation products due to 
the inertia of the tamper mass itself to reduce the effects 
of side and end losses 18 and enable the detonation 
energy to be concentrated on accelerating a projectile 
not illustrated toward a target. The mass 40 includes 
particulate material 42 containing small. fine particles 
44 bound together into a self-supporting shape by 2 
binder 146. The particles 44 can be the size of S-70 Steel 
Shot which has a nominal size in which SO% is retained 
on a screen number 80 and all pass through a screen 
number 40 as described in ML-S-85 I? Type 3, which is 
produced bv for abrasive blasting operations. Other I 
metallic panicles can also be used? such as copper, iror! 
filijngs, or the like. A preferred binder is dental plaster; 
however, common plaster, adhesives and Plaster of 
Paris, can also be used. 

The tamper mass is formed to replace the steel plates 
20 and 22 of FIG. 1 and, therefore, has its size and 
densit?; selected to approximate the same mass and arezl 
density it is replacing. For example, a one inch steel 
plate having a specif;c gravity of 7.8 is replaced by 2.6 
inches of tamper material having a density of three 
Em/cc (1” >I: 7.3 = 2.6 x 3). The overall tamper density is 
determined bq’ the binder and the particles used. The 
followi,ng is a table presenting approximate values fcr 
mixing various densities of the tamper mass assumer+ 
that the density of the binder is I.0 gram/cc and ncl 
voids exists. 
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The use of a tamper maSs in place of steel plates is 
indicated in FIG. 3 with expendable penetrator 10’ 
having tamper mass 40’ shouln as enclosing an explosive 
char@ 12’ positioned behind a projectile 14’ which 
defines a liner of a forward facing shaped charge. The 
mass 10’ surrounds the charge and projectile to&lose 
side edges 50 of rhe projectile and end edges (not 
shown). The path of projectile 14’ is indicated in FIG. 3 
by arrow 16’. 

Upon detonation of explosive 12’, tamper m;iss 40’ 
remains intact long enough to direct the main thrust 
forward along 16’ and also prevent the aforementioned 
end and side hses, then totally disintegrates. The small 
particles quickly decelerate within a small area in the 
vicinity of the operation, The small mass of the parti- 
cles, coupled with their rapid deceleration due to high 
surface to mass ratio, produces a small value for the 
energy associated with the remnants of the disinte- 
grated mass? whereby the possibility of damage to per- 
sonnel and/or property in the vicinity of rhe operation 
is substantially reduced from that associated with the 
expendable projectile 10. The disintegrated mass dis- 
per& in all directions away from path 16, and, there- 
fore, no paths corresponding to paths 24, 26 and 28 in 
FIG. 1. 

Penetrator 10’ has edge surfaces 56 and is solid 
enough SO those edge surfaces can be used to mount the 
device on a target such as a wall, bomb dud. or the like. 
Adhesives can be used, as can mechanical straps or the 
Iike to hold it in position. 

Projectile 14’ is V-shaped. but can be anv suitable w 
concave shape In fact, a concave linear shaped charge 
liner can be used without a projectile if suitable for the 
job being performed. In such a case. the behind the 
target damage is reduced. The amount of explosives 
required should be adjusted accordingly. 

Tamper mass 40’ is monolithic: however, a plurality 
of monolithic masses can be used 10 contain an explo- 
sive. Thus, as shown in FIG. 4. a plurality of tamper 
masses MU can be used in conjunction with an explosive 
112 and a projectile 114. Tamper mars 240 can be suit- 
aSly shaped as shown in FIG. 5. The mass 240 has the 
advantage of being amenable to mass production tech- 
niques. The mass can be loaded with explosive 212 and 
projectile 214 after production. 

Shown in FIG. 6 is a tamper mass 60 in the spherical 
shape of a shot or a pellet. The pellet-Me mass 60 can 
also be rectangular or cylindrical in cross section, or the 
iike, and can be used for xparious ammunition, such as a 
12 ga. shotgun, and ~31 s exe as a means for quickly 
dispersing target impact enerev while still transferring 
substantial energy to the tar&t for penetration. Rapid 
energy dispersal after impact with a target greatly re- 
duces the possibility of damage to personnel or property 
iocated behind the target or within a certain range of 
the target. In this manner. a door can be penetrated 
using a shotgun without presenring the same danger to 
penpIe behind the door as the usual shotgun ammurk 
rron. The particie mass 60 is formed using the above- 
described iT;ass replacemen: yxess. 

Shown in FIG. 7 is an expendabie penetrator 310 in 
uehich the tamper mass 340 is shown as being similar 10 
the FIG. 5 tamper mass; however, the tamper mass 340 
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can be an>* suitable shape. Penetrator 310 includes a 
charge of explosive 312 and a buffer 70 positioned in 
channel 72. ,A projectile 74 is positioned adjacent to 

p buffer 70 and adjacent to the open path space in the 
channel 72 of the penetrator 310. Projectile 74 maybe 
formed of a tamper mass type material similar to the 
tamper mass 60. Projectile 74 is formed of particulate 
mare4 and binder which are selected and combined to 
maintain its shape during detonation of the explosive. 
Buffer 70 is preferably formed of a plastic type material 
such as Teflon or Plexiglass, or the like, and functions as 
a wadding like material which absorbs sume of the 
detonation enerev and transfers the rest to the proiec- 
tile. The projecttie is also formed to remain intact &tti 
impact with a Ergefc, where it will transfer impact en- . 
erg\* XI the target. and disintegrate. The projectile, 
the&e. is formed using the considerations of remain- 
ing intact during detonation, then disintegrating during 
target impact. Projectile 74 can also include a piurality 
of pellet-shaped particles similar to the FIG 6 embodi- 
ment. 

impregnated rubber compounds, some of whkh are atso 
amenable to field fabrication at low cost. An additional 
extension of the type materials could be flexible binder 
to enable desired physical flexibility of the device such 
as with linear shaped charges, An additional extension 
of the type of materials could include highly porous 
metal structures formed by powder metallurgy tech- 
niques. Pressing a powder is typitily done mechani- 
cally? followed by sintering to achieve strength. Elimi- 
nation of the sinter stage would yield a low strength, 
‘green pressed’ structure with strength low enough for 
good dispersion of the material, yet suffkitnt for han- 
dling purposes- Care has to be taken to ensure that the 
porous metal structure would not densify to the point of 
formation of integral fra-merits. 

In summarv, there has been disclosed a novel material 
incorporating a frangible binder of low density along 
with a high-density dispersed filler material to provide 
the levels of tamping needed in explosive devices while 
essentially eliminating the hazardous fragmentation 
normaI1~ associated with high density tamping materi- 
als. The low-density franable binder provides the nec- 
essary physical strength, while the high-density con- 
trolled-dispersion material (consisting of very fine parti- 
cles) provides the density necessary for adequate tamp- 
in_e abilities. LOW fragmentation is achieved by the 
behavior of the filler material under tensile stress, which 
is such that breakup into fine particles occurs. These 

m particles, accelerated by the expanding combustion 
gases of the explosive, disperse and decelerate rapidly 
outside of the nearfseld region due to their relatively 
high surface to mass ratio. In addition, the high density 
dispersed particles are not efficiently further acceler- 
ated by the expanding combustion g;tses, so that rela- 
tively low velocities are achieved, which, along with 
rapid ablation/erosion in the case of hypervelocity par- 
ticles serves to limit their range of damage. For hods 
to humans in parricutar, it is believed that the fragmen- 
tation damage radius is nearly equal to the blast damage 
radius, quite unlike that of a typical metallic QT glass 
fiber encased explosive device+ The principle was 
proven experimentally, and a device which accelerates 
metallic strips to high velocities, may be extended to a 
varierl; of other explosive devices requiring varying 
degrees of tamping along with a low-fragmentation 
hazard. 

The concept may also be applied to other devices 
requiring some degree of tamping to minimize expbsive 
content while requiring very low fragmentation. This 
could include explosive cutters, pipe cutters, cable cut- 
ters, and linear shaped chargq as well as specialized 
shaped charge devices, such as those used for bomb and 
fuzing disruption. 

To those skilled in the art, many modifktions and 
variations of the present invention-& possible in light 
of the above teachings. It is therefore to be understood 
that the present invention can be practiced othetise 
than as specifically described therein and sti31 wilI be 
within the-spirit and scope of the appended clti. 

What is claimed is: 
1. A blast confmement means fo’r temporarily confin- 

ing detonation products assuciated with a blast compris- 
ing: 

a tamper mass associated tith an explosive to enclose 
a portion of that explosive, s&d tamper ~SS in- 
cluding a particulate mterial and a binder ~CWS 
for binding pticles in said parkulate mate&l 
together into a self-supporting structure which 
temporarily con&ins the products zSocSa@d with 
detonation of the explosive fur reducing the 10s~ of 
such products aad enables the detonation energy to 
be concentmted toward a -get and thea disink- 
grate into a multiplicity of low energy particles, 

2. The blast cOntiement XIUZUB as defined in cl&n 1 
wherein said binder material includes a rigid binder. 

3, The blast confinement means defined in claim 1 
further including a projectile formed of the material of 
the tamper mass and a buffer means interpod between 
said projectile and an explosive charge fur aftenuating 
detonation energy associated with that explosive cbge 
so that said projectile is not disintegrated by the detoaa- 
tion energy. 

As experiments proved. the tamping material worked 
sufCcientl>- weI1 10 allow acceleration of the strip of 
me=1 to a veiocirl; higher than that of a comparable 
high srrength. high density tamper, In the conventional 
stk charge device. the strip expands under the high 
w&es during launch, digging into the tamper material, 
and eroding along the edges. 

Use of the franeible moderate density tamper mate- 
ria! a!leGated the”loss of energy due to erosion while 
srill providing the required tamping. An increase of 
nesrl) 5c)T~ i r; vekxi:y was accomplished on the initial 
test. in comparision td an identical test using solid steel 
sidebars. 

m The concept ma\* be extended from field fabricated w 
materials, such as plaster of paris and iron powder, to 
mela!-impregnated low strength plastics or metal- 
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4. The blast confinement ~CUIS defmed in claim 1 
wherein said binder material includes a flexible plaster. 

5. The blast confinement means defined in claim 1 
wherein said particulate material comprises fme par& 
cles selected from the group consisting of steel, copper 
and lead. 

6. The blast confinement means defined in clti 1 
wherein said self-supporting structure is rectangular in 
cross-section. 

7. The blast confinement means defined in claim 1 
wherein said self-supponing structure is V-shaped in 
cross-section. 

8. The blast confinement means defined in claim 1 
wherein a projectile is located in one surface of an 
explosive and said tamper mass is in the shape of a 
monolithic structure completely covering all other sur- 
faces of the explosive and having an open space adja- 
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8 
cent to the projectile to define an open path to be tra- 
versed by the projectile as it moves toward an object to 
be penetrated, 

9. The blast confinement means defined in claim 3 

shape upon impact with a target to concentrate 
impact energy toward penerrating that target then 
disintegrates into a multiplicity of low energy parti- 
ml- 

wherein said projectile includes a plurality of pellet- 
shaped panicles 

10. A pellet-like mass comprising: 
a particuIate mateM and a binder means for binding 

particles in said particulate material together in a 
self-supporting shape which temporarily retains its 
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11. The pellet-like mass 
wherein said self-supporting 

12. The pellet-like mass 
wherein said self-supporting 

* l * 

as defined in claim 
shape is sphetical. 
as defied in claim 

shape is cylindrical. 
l + 
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